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order parameter of ferrotoroidic order, 
toroidal moment can be generated by a 
head-to-tail configuration of magnetic  

moment with 
�� � ���
T

1

2
r Mi ii∑= × , where 

���
Mi 

is the local magnetic moment at the posi-
tion ri . The classical toroidal moment can 
be realized by the currents flowing on the 
surface of a torus along its meridians,[4] as 
seen in Figure  1a. Also, it can generally 
be observed in the single-molecule-based 
compounds with unique architectures 
of wheel-shaped topology,[5] such as Dy6 
wheels,[6,7] Dy4 squares,[8] and Dy3 trian-
gles,[9] which are sketched in Figure 1b–d, 
respectively. In the system of crystalline 
solids, the spontaneous toroidization of 
toroidal moment, that is the ferrotoroidic 
order, has drawn increasing attentions 
due to its novel asymmetry properties 

and potential applications.[2–5,10–15] Several ferrotoroidic candi-
dates have been proposed,[3,15] such as the orthophosphates of 
LiCoPO4 with olivine structure[10] and the pyroxene structure 
type of LiFeSi2O6.[16] LiCoPO4 is the prominent example in 

The search of novel quasi-1D materials is one of the important aspects in 
the field of material science. Toroidal moment, the order parameter of fer-
rotoroidic order, can be generated by a head-to-tail configuration of magnetic 
moment. It has been theoretically proposed that 1D dimerized and antifer-
romagnetic (AFM)-like spin chain hosts ferrotoroidicity and has the toroidal 
moment composed of only two antiparallel spins. Here, the authors report 
a ferrotoroidic candidate of Ba6Cr2S10 with such a theoretical model of spin 
chain. The structure consists of unique dimerized face-sharing CrS6 octahedral 
chains along the c axis. An AFM-like ordering at ≈10 K breaks both space- and 
time-reversal symmetries and the magnetic point group of mm′2′allows three 
ferroic orders in Ba6Cr2S10: (anti)ferromagnetic, ferroelectric, and ferrotoroidic 
orders. Their investigation reveals that Ba6Cr2S10 is a rare ferrotoroid ic candi-
date with quasi 1D spin chain, which can be considered as a starting point for 
the further exploration of the physics and applications of ferrotoroidicity.

The ORCID identification number(s) for the author(s) of this article 
can be found under https://doi.org/10.1002/adma.202106728.

1. Introduction
Ferrotoroidic order, which is one of the four primary fer-
roic order forms, violates both space- and time- reversal sym-
metries and thus favors magnetoelectric response.[1–3] As the 
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which hallmark evidences have been presented for its ferrotoroi-
dicity. In LiCoPO4, the toroidal domains have been detected by 
optical second harmonic generation and shown to be switched 
by a conjugate toroidal field with hysteretic behavior.[10,17] In 
the spin ordering state of LiCoPO4,[18] two pairs of Co2+ spins, 
which are located at the positions like (1/4+ε, 1/4, −δ) in the 
unit cell with the small displacements of ε and δ allowed by the 
symmetry, form opposite but unequal toroidal moments, and 
thus cause a net 

��
T . In addition, LiFeSi2O6 exhibits polariza-

tion in all the off-diagonal tensor components, which suggests 
the primary order parameter should be the toroidal moment.[16] 
Besides the experimentally proposed ferrotoroidic candidates, 
it is theoretically predicted that an dimerized and antiferro-
magnetic (AFM)-like spin chain, as shown in Figure 1g, should 
host ferrotoroidicity,[15] where the distance of spins a1≠a2. In the 
model chain both the space- and time-inversion symmetries 
are broken due to the “spin-pairing” and the toroidal moment 
consists of only two antiparallel spins. However, such a ferro-
toroidic candidate with quasi 1D structure has not been experi-
mentally reported so far.

To date, most of the ferrotoroidic candidates have been 
reported to be oxides with a high-dimensional structure. 
Quasi 1D structures are observed more frequently in the chal-
cogenides because their chemical bonds are in general less 
ionic than those in oxides.[19,20] To look for such a 1D ferro-
toroidic chain in a quasi 1D system, we turn to the Hf5Sn3Cu-
anti type ternary compounds A3BX5 (A denotes the alkali 
earth metal, B the transition metal, and X the chalcogen), 
which have been intensively studied due to their strong 1D 

structural characteristic.[21–25] In the present work, we suc-
cessfully synthesized the new compound Ba6Cr2S10 under 
high-pressure and high-temperature conditions. It possesses 
dimerized face-sharing CrS6 octahedral chains that are sepa-
rated by 9.1228 Å. Ba6Cr2S10 undergoes an AFM-like transi-
tion at ≈10 K. Due to the dimerized characteristic, the AFM-
like spin chains in Ba6Cr2S10 are exactly the theoretically 
proposed model of spin chains. In addition, the magnetic 
point group is mm′2′, which allows three ferroic orders in 
Ba6Cr2S10: (anti)ferromagnetic, ferroelectric, and ferrotoroidic 
orders.[3] Therefore, Ba6Cr2S10 is considered as the rare 1D 
ferrotoroidic candidate.

2. Results and Discussions

2.1. Crystal Structure

Polycrystalline samples of Ba6Cr2S10 have been synthe-
sized under high-pressure and high-temperature condi-
tions, from which the needle-like single crystals with the 
size of ≈100  µm can be selected. The chemical composition 
measured on the single crystals, as shown in Figure S1, Sup-
porting Information, presents an average atomic ratio of 
Ba:Cr:S = 3.1(2):1.0(0):4.9(3), which is close to the expected 
stoichiometry of Ba6Cr2S10.

The crystal structure was solved by the combination of single 
crystal and powder X-ray diffraction (XRD) studies. The struc-
tural model with the highest symmetry of space group that 
can satisfactorily describe both the single crystal and powder 
XRD data is a hexagonal structure with P-62c. Using the posi-
tional parameters obtained by the single crystal XRD, a Rietveld 
refinement of the powder XRD data was carried out as shown 
in Figure 2a. The refinement was smoothly converged to χ2 = 
3.686, Rp = 2.68%, and wRp = 4.25%. Table 1 shows the sum-
mary of the partial crystallographic data. The lattice constants 
a = b = 9.1228(3) and c = 12.3643(2) Å.

The crystal structure of Ba6Cr2S10 is sketched in Figure 2b–d.  
It consists of face-sharing CrS6 octahedral chains along the c 
axis, which are arranged in the form of triangular lattice in the 
ab-plane and separated by Ba and S ions. In the unit cell, all 
the Cr sites are equivalent, such as (0, 0, 1/8−ε), (0, 0, 3/8+ε), 
(0, 0, 5/8−ε), and (0, 0, 7/8+ε), where ε = 0.00435 is the small 
displacement allowed by the symmetry. The in-chain distance 
of the adjacent Cr atom can be calculated with the formula 
of d  = (2/8±2ε)*c, here c is the lattice constant of the c axis, 
which leads to two different distances (din-chain) of 3.1986(5) 
and 2.9835(4) Å. That is the Cr ions within the spin chain are 
dimerized. However, the distance (din-plane) between the adja-
cent Cr ions in the ab-plane is 9.1228(3) Å, which is signifi-
cantly larger than din-chain and thus, demonstrates a character-
istic of quasi-1D spin chains in the view of crystal structure. In 
fact, the compound Ba3CrS5 has been reported already. How-
ever, it was proposed to crystallize in a similar crystal structure 
with P63cm space group, where the lattice constants a and b 
are approximately the same as those of Ba6Cr2S10, but the c axis 
is the half.[26] The double c axis and the alternately spaced Cr 
atoms in the c axis reveal that the CrS6 chains in our sample of 
Ba6Cr2S10 is dimerized.

Adv. Mater. 2022, 34, 2106728

Figure 1. The magnetic toroidal moments generated by a) the currents 
flowing on the surface of a torus along its meridians;[4] b–d) six, four, 
and three head-to-tail configurations of magnetic moments, respectively;  
e,f) antiparallel spins with equal but opposite toroidal moments.  
g) Dimerized and AFM-like spin chain, in which the magnetic ions are 
paired with spin space a1≠a2.
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2.2. Dimerized Character

To further confirm the dimerized structure, the scanning trans-
mission electron microscopy (STEM) experiments were per-
formed on polycrystalline sample of Ba6Cr2S10. Figure 3a shows 
the high-angle annular dark-field (HAADF) image along the 
[100] zone axis, where the bright dots indicate the Ba atomic col-
umns. In the HAADF image, the Ba ions are aligned periodi-
cally with a zigzag arrangement along the c axis, as marked by 
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Figure 2. a) The XRD pattern and the refinement for Ba6Cr2S10.  
b–d) The schematic map of the crystal structure of Ba6Cr2S10; b) the top 
view with the projection along [001] direction and c) the side view showing 
a chain structure; d) the sketch of the dimerized octahedron CrS6 chain 
and S-chain.

Table 1. The summary of the crystallographic data from the refinement 
of powder X-ray diffraction measured at room temperature for Ba6Cr2S10.

Formula: Ba6Cr2S10

Space group: P-62c (No. 190); Temperature/K: 300;

a = b = 9.1228(3) Å, c = 12.3643(2) Å; α = β = 90°, γ = 120°;

Z = 2; V = 891.161(5) Å3;

Final R indexes [all data]: χ2 = 3.686, Rp = 2.68%, wRp = 4.25%

Atomic parameters

Atom wyck. x y z U [equiv.]

Ba1 6g 0.6175(1) 0 0 0.012

Ba2 6h 0.3926(7) 0.0195(2) 0.25 0.004

Cr1 4e 0 0 0.1206(5) 0.013

S1 4f 0.3333 0.6666 0.1521(2) 0.011

S2 6g 0.2083(4) 0 0 0.016

S3 6h 0.2173(4) 0.2212(8) 0.25 0.008

S4 4f 0.3333 0.6666 0.6302(1) 0.018

Figure 3. a) The HAADF image along the [100] zone axis and the sketch 
maps of dimerized structure (P-62c) of Ba6Cr2S10 with the projection 
along the a axis. The large green circles denote Ba ions. The red and 
blue dotted lines indicate a zigzag arrangement of Ba ions. b) The sulfur 
K-edge XAS measurements for Ba6Cr2S10 sample with Cr2S3 as the refer-
ence material. c) The Cr L-edge XAS spectra of Ba6Cr2S10 together with 
Cr2O3, CrO2, ErCrO4, and Ag2Cr2O7 as a Cr3+, Cr4+, Cr5+, and Cr6+ reference 
materials, respectively.



© 2022 Wiley-VCH GmbH2106728 (4 of 8)

www.advmat.dewww.advancedsciencenews.com

alternating red and blue lines. Also, Figure 3a displays the sche-
matic map of the structure with the projection along the [100] 
zone axis for Ba6Cr2S10 with dimerized P-62c space group, where 
the arrangement of Ba ions is zigzag-like and is the same as the 
HAADF image. While for a structure with nondimerized P63cm 
space group, the Ba ions should be straightly aligned along the c 
axis. Therefore, the HAADF image presents a good consistence 
with that of the dimerized structure solved from our XRD data.

Besides the CrS6 chains, S-chains in the structure are located 
at the center of the triangular lattice as shown in Figure 2b. It 
is noted that the distances between the adjacent S ions in the 
S-chains are 2.420, 3.491, to 2.962 Å, respectively (Figure  2d). 
The small distance of 2.420 Å in the S-chains is very close to the 
bonded length of S ions, suggesting the formation of S2

2−. Thus 
the valence state of S ions in the S2

2− pairs should be −1. On 
the contrary, for the nondimerized structure, the SS covalent 
bond in the S-chains should be absent because the S ions are 
aligned with an equal distance of 3.097 Å in the S-chain.[26] To 
further investigate the oxidation state of the S ions, we collected 
the sulfur K-edge X-ray absorption spectrum (XAS) using Cr2S3 
as the reference standard, as shown in Figure 3b. For Ba6Cr2S10, 
there are two peaks for sulfur K-edge absorption centering at 
2468.5 and 2469.8 eV corresponding to SS bonding and CrS 
bonding, respectively, which confirms the formation of S2

2−.
Formally one would expect Cr4+ in Ba6Cr2S10 in case of S2− 

state. Thus, a formation of SS covalent bond can be further con-
firmed by real valence state of Cr ion using the soft XAS at Cr 
L2,3 edge, which is highly sensitive to the valence state and local 

environment of 3d transition metal.[27–31] As seen from Figure 3c 
and Figure S2a–c, Supporting Information, the spectra weight 
systematically shift to higher energy from Cr2O3 to CrO2, and 
ErCrO4 further to Ag2Cr2O7 from bottom to top. The similar mul-
tiplet spectral feature and the energy position at the of Cr L-edge 
of Ba6Cr2S10 and Cr2O3 in Figure 3c suggest a Cr3+ valence state in 
Ba6Cr2S10, therefore firmly confirming the formation of the SS 
bond. Both the sulfur K-edge and Cr L2,3 edge XAS experiments 
reveal the formation of SS covalent bond and hint the dimer-
ized structure of Ba6Cr2S10. We note that the dimerized structure 
should be retained at low temperature because no abnormal cor-
responding structural transition has been observed in the specific 
heat data, as shown in Figure S3, Supporting Information. Based 
on the site symmetry and the analysis of valence state, the mole-
cular formula of Ba6Cr2S10 can be rewritten as Ba2+

6Cr3+
2S2−

6 
(S2−

2 S1−
2), where the charge balance is reached.

2.3. Magnetic Properties and Magnetic Structure

Figure  4a displays the temperature dependence of dc mag-
netic susceptibility. The susceptibility increases sharply at low 
temperature, which presents a slightly canted AFM-like phase 
transition behavior. The inset is the M–H curves measured 
at different temperatures. At 2 K, the magnetization shows a 
ferromagnetic (FM) behavior, evidencing the presence of the 
FM component in this system. When increasing temperature 
to 10 K, the M(H) curve approaches a straight line, suggesting 
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Figure 4. a) The temperature dependence of magnetic susceptibility χ measured with magnetic field 1000 Oe. The inset is the M–H curves measured 
at different temperatures. b,c) The Rietveld refinement of the neutron diffraction pattern collected at T = 60 (RBragg = 3.6%) and T = 4 K (RBragg = 2.9%, 
Rmagnetic = 5.6%), respectively. The magnetic intensities appearing below ordered temperature are marked with asterisks. d) The magnetic Bragg peak 
intensity as a function of temperature. e) The magnetic structure of Ba6Cr2S10 with the Ama“2” magnetic space group, which was directly determined 
from the neutron diffraction data with the ordered moment ≈1.03(9) μB.
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a canted AFM-like transition occurs at ≈10 K. The inverse 
of susceptibility as a function of temperature is shown in 
Figure S4, Supporting Information. The 1/χ(T) in high temper-
ature region follows the Curie–Weiss law. By using the formula 
χ−1  = (T  − θp)/C, the data can be linearly well fitted, and the 
effective magnetic moment is estimated to be μeff = 4.04 μB /Cr 
and the Curie–Weiss temperature θp = −714 K. The value of μeff 
is close to that expected for Cr3+ ions with S = 3/2, and agrees 
with the results of Cr L-edge XAS experiments. The negative 
sign of θp suggest an AFM exchange interaction between the Cr 
spins within the chains.

To examine the spin arrangement or magnetic structure 
of Ba6Cr2S10, the neutron powder diffraction (NPD) was per-
formed on Ba6Cr2S10 and the results are shown in Figure 4b–e. 
Below TN, the NPD data provide the evidence of several addi-
tional magnetic Bragg peaks at lower moment transferred 
Q, which can be indexed with magnetic propagation vector 
k  = (0,0,0), as shown in Figure  4b,c. Figure  4d presents the 
magnetic Bragg peak intensity as a function of temperature, 
which demonstrates clearly that the long-range spin ordering 
(LRSO) transition temperature is ≈10 K. To solve the mag-
netic structure, we adapted a symmetry-based approach imple-
mented into ISOTROPY and ISODISTORT software. There are 
four 1D (Γi, i = 1-4) and two 2D (Γi, i = 5-6) irreducible repre-
sentations (IR) associated with magnetic propagation vector k = 
(0,0,0) and entering into the magnetic reducible representation 
on the 4e Wyckoff position of Cr. Γ1-Γ4 have one basis vector 
for each of them. Γ3 gives FM moments along the c-axis, while 
Γ1, Γ2, and Γ4 give FM coupling in the ab-planes and AFM cou-
pling along the c-axis with spin configurations, “−++−”, “−+−+”, 
and “+−−+”, respectively. Γ5 and Γ6 have four basis vectors for 
each, indicating an ordered state with magnetic moments FM 
in the ab-plane and with different AFM coupling along the c-
axis. All of these IRs were tested in the refinement procedure 
against the experimental data. The important experimental 
observation, coming from the magnetization measurements 
(Figure  4a), is the presence of a spontaneous FM component 
(a canted AFM). The only solution which provides a good 
refinement quality and is compatible with the FM component 
implies a magnetic Ama′2′ symmetry. To a good approximation 
the magnetic structure is collinear and involves AFM coupling 
along the chain between the nearest-neighboring spins, which 
are aligned along the a or b axis of the parent hexagonal P-62c 
space group, as shown in Figure 4e. The estimated Cr3+ ordered 
state moment is 1.03(9) μB, which is much smaller than the 
fully ordered moment (3μB) expected from the susceptibility 
measurements. Since strong quantum fluctuation generally 
exists in a low dimensional system and prevents long-range 
ordering formation, the reduction of the ordered moment 
is a common phenomenon in the system with quasi 1D spin 
chains.[32–34] This symmetry allows two additional orthogonal 
modes as shown in Figure S5b,f, Supporting Information, an 
AFM chain with spin in the ab-plane and a FM chain with 
spin along the c-axis. These modes, however, are too small 
to be detected directly from our neutron diffraction data and 
the refinement of the data is unstable or resulted in values 
which were not statistically significant. Although Cr cations in 
Ba6Cr2S10 take a single Wyckoff position in their paramagnetic 
space group, the proposed magnetic structure with the Ama′2′ 

space group allows coupling of orthogonal antiferromagnetic 
and ferromagnetic modes. That is, in this case, Dzyaloshin-
skii–Moriya (DM) antisymmetric exchange can be activated 
and lead to the canting and couple ferromagnetic component, 
as observed in magnetization experiments. An interesting 
observation is that the magnetic symmetry is polar (magnetic 
point group is mm′2′) and the polar axis is perpendicular to 
the spontaneous magnetization. Thus, this compound is a 
rare example where the magnetic ordering combines all three 
orthogonal ferroic order parameters; polarization P, magnetiza-

tion M, and toroidal moment 
�� � ���
T

1

2
r Mi ii∑= × . In addition, the 

energies of different possible magnetic ground states (Seen in 
Figure S5a–f, Supporting Information) were calculated. The 
calculation results show that the configuration of (↑↓↑↓) with 
the spin oriented along the a axis has the lowest energy, which 
agrees with the experimental results.

2.4. Pyroelectric Current and Polarization

Since the magnetic symmetry is polar, polarization should be 
expected under the magnetic state for the Ba6Cr2S10 sample. 
Figure 5a,b shows the pyroelectric current Ip poled from 20 to  
2 K and the electric polarization P for the polycrystalline 
sample of Ba6Cr2S10. There is a peak centered at ≈11.5 K in the 
Ip(T) curve, which is close to the LRSO temperature. The mag-
nitude of the electric polarization is ≈7.8 µC m−2. In addition, 
the sign of Ip and P can be inverted symmetrically by changing 
the sign of poled electric field. When the applied magnetic field 
increases from 0 to 9 T, the value of P is slightly changed while 
the Ip(T) peak shifts towards low temperature, as can be clearly 
seen in Figure S6a–c, Supporting Information. For Ba6Cr2S10, 
the magnetic point group is mm′2′, which allows the occur-
rence of polarization.[3] The observation of polarization near 
the LRSO ordering temperature reveals that the polarization 
and the spin ordering are coupled each other, and the shift 
of Ip(T) peak suggests the external magnetic field should be 
against AFM coupling spin order. The Ip(T) peak denotes the 
temperature where polarized charges have the fastest decrease 
with increasing temperature. The unreleased polarized charges 
above the LRSO (≈10 K) might arise from the existence of small 
polarized domains related with intrachain spin short-range 
correlation.

2.5. Discussions

Ba6Cr2S10 possesses a strong 1D characteristic. In the view of 
structure, the CrS6 spin chains are >9  Å apart, suggesting a 
very weak interchain coupling strength. In addition, no abnor-
mality was observed in the specific heat data corresponding to 
the magnetic transition of ≈10 K, as shown in Figure S3, Sup-
porting Information, which demonstrates a strong 1D property. 
For an ideal spin chain system, LRSO cannot occur in the finite 
temperature because of strong thermal or quantum fluctua-
tion.[35] In a quasi 1D spin compound, although the interchain 
exchange interaction is much weaker than that in the intra-
chain, it governs the long-range magnetic transition.[36] Before 
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the formation of LRSO, the intra-chain interaction has led to the 
gradual development of a short-range order within the chains 
and thus, the magnetic entropy has been released far above the 
LRSO transition. As a result, the abnormality associated with 
the magnetic transition is usually small or even invisible in the 
specific heat data in a quasi 1D system. Here, for our sample, no 
abnormality in the heat specific data related with the magnetic 
transition reveals the strong 1D characteristic of Ba6Cr2S10.

The studies of the crystal structure reveal that Ba6Cr2S10 is 
composed of well-defined quasi-1D dimerized CrS6 octahedral 
chains. The magnetic measurements further prove that below 
the ordered temperature the spins are oriented along the a (or 
b) axis, AFM coupled along the chain direction and FM cou-
pled in the ab-plane. Thus, Ba6Cr2S10 consists of dimerized and 
AFM-like spin chains as shown in Figure 6b, where the distance 
between neighboring Cr ions in the chain is a−2δ = 2.9835(4) 
and a+2δ = 3.1986(4) Å, respectively. Here, a = 3.0910(4) Å is the 
distance of neighboring Cr ions in uniform AFM chain as seen 
in Figure 6a, and δ = 0.0538(4) Å is the displacement of Cr ion. 
The dimerized and AFM-like spin chain contains the toroidal 
moment with just two antiparallel spins, breaks both space- and 
time-reversal symmetries, and is proposed to be a simple ferro-
toroidic model. We note that the dimerized structure is neces-
sary for the AFM-like chain to host ferrotoroidicity. As shown in 
Figure 6a, the uniform AFM spin chain is nontoroidal. First, the 
system cannot host a macroscopic toroidal moment because it 

keeps a space-reversal symmetry according to the spin arrange-
ment and each spin site. The second, in fact, the uniform 
AFM spin chain is also time-reversal symmetric. Although it 
breaks time-reversal symmetry microscopically under the time 
inversion transformation, it can go back by translating all the 
spins by half a unit length of a along the z axis. Therefore, 
time-reversal symmetry is not broken macroscopically in the 
uniform AFM spin chain. According to the study by Ederer,[15] 
for the uniform AFM spin chain, the allowed toroidization 

values are centrosymmetric with 
�� 1

2 2
ˆT n

S
yn = − +



 , where n is any 

integer number, S is the moment on the spin site. Analogous to 
the case of electric polarization, the toroidization values allowed 
by centrosymmetry means a nontoroidal state. So, the uniform 
AFM spin chain does not host ferrotoroidicity. Here, ignoring 
the canting feature, we can estimate the spontaneous toroidi-
zation 

��
Ts  for a single CrS6 chain by the difference between its 

ferrotoroidic state and nontoroidic state, as shown in Figure 6. 

That is 
��
T

1

2

2 ˆ 8.9 10
1

3S ys B

δ µ=
Ω

= × − /Å2ŷ, where S  = 1.03(9) μB is the 

measured ordering moment of Cr3+ ion, δ = 0.0538(4) Å is the 
displacement of Cr ions and Ω1 = 2a = 6.1821 (4) Å3 is the 1D 
unit cell. The positions ri



 and the magnetic moment 
���
Mi  of Cr 

cations in Ba6Cr2S10 are shown in Table S1, Supporting Infor-
mation. For Ba6Cr2S10, the spontaneous toroidization is given 

by 
��
T

1

2

16 ˆ 4.9 10
2

4S ys B

δ µ= −
Ω

= × − /Å2ŷ, where the unit cell volume of 

Ba6Cr2S10 is Ω2 = 891.161(5) Å3.

Adv. Mater. 2022, 34, 2106728

Figure 5. For the polycrystalline sample of Ba6Cr2S10, a) the pyroelectric 
current Ip poled from 20 to 2 K and b) the electric polarization P measured 
under 0, 1, 3, 6, and 9 T, respectively.

Figure 6. a) The sketch of the uniform AFM spin chain with the distance 
a between neighboring spins, which is a nontoroidal state; b) the dimer-
ized and AFM-like spin chain with the distance of a−2δ = 2.9835(4) and 
a+2δ = 3.1986(4) Å, respectively, which hosts the simple ferrotoroidicity 
structure. The spin chain with toroidal state can be obtained from the 
chain with nontoroidal state through shifting the spins along the z axis 
by the displacement of ±δ.
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As the fourth primary ferroic order form, ferrotoroidicity 
violates both space- and time-reversal symmetries, which 
favors magnetoelectric response and thus provides potential 
pathways for applications such as in information storage. To 
our knowledge, Ba6Cr2S10 is the rare example that consists of 
dimerized and AFM-like spin chains, which can be considered 
as a starting point for further exploration of the magnetoelec-
tric coupling from the point of view of both fundamental theory 
and potential application. In addition, because of the dimerized 
characteristic in the Ba6Cr2S10 structure, it is indeed a system 
with an alternating-exchange coupled AFM-like spin chain. 
For this chain system with alternated AFM coupling strength, 
the ground state is predicted to be a nonmagnetic spin singlet 
state,[37,38] which is separated from the excited triplet state by 
an energy gap. This energy gap can be suppressed to zero by 
an external magnetic field or interchain exchange interaction, 
where Bose–Einstein condensation occurs and a long-range 
magnetic order transition is induced that represents a quantum 
critical point. The exotic phenomenon has been observed in the 
system with spin ladders.[39–43] Therefore, the long-range mag-
netic order in Ba6Cr2S10 should be induced by interchain cou-
pling and the collective excitation of sp in, namely the behavior 
of magnon should be interesting for further studies.

3. Conclusion

We have discovered a new material Ba6Cr2S10 under high pres-
sure conditions. The crystal structure consists of dimerized 
CrS6 octahedral chains, exhibiting a strong 1D structural char-
acter. The spin order forms at ≈10 K and the spins are con-
fined within the ab-plane, coupled antiferromagnetically along 
the chain with the estimated ordered state moment 1.03(9) 
μB for each Cr3+. Our results reveal that, in the spin chains of 
Ba6Cr2S10, the spins are alternately spaced and antiparallelly 
aligned and thus, Ba6Cr2S10 is a rare quasi-1D ferrotoroidic 
example, where the toroidal moment is only composed of two 
antiparallel spins. What’s more, the magnetic point group of 
mm′2′ allows three ferroic orders of AFM, ferroelectric, and 
ferrotoroidic, which offers an opportunity to further study the 
properties of ferrotoroidicity.

4. Experimental Section
Sample Synthesis: Ba6Cr2S10 samples were synthesized under high 

pressure and high temperature conditions. The starting materials are 
commercially available crystalline powders of Cr (Alfa, >99.9%  pure), 
S (Alfa, >99.999%  pure), and lumps of Ba (Alfa, immersed in oil, 
>99.2% pure). The precursor BaS was prepared by heating the mixture 
of Ba blocks and S powder in an alumina crucible sealed in an evacuated 
quartz tube at 700 °C for 20 h. The obtained BaS powder, Cr, and S were 
homogenously mixed according to a molar ratio 3:1:2. The pellet of the 
mixture underwent a treatment under the conditions of 5.5  GPa and 
1200 °C. After the high pressure and high temperature process, the black 
pure polycrystalline sample of Ba6Cr2S10 was obtained, from which the 
single crystals with the size of 100 µm can be selected.

Structure Characterization: The chemical composition of the Ba6Cr2S10 
single crystal was determined by energy-dispersive X-ray spectroscopy 
(EDX). The aberration-corrected STEM was performed on a JEM-
ARM200F microscope with double Cs correctors for the condenser lens 

and objective lens. The available spatial resolution for each of the STEM 
images is better than 78 pm at 200 kV. Single crystal XRD measurements 
were performed at room temperature on an APEX III CCD diffractometer 
using monochromatic Mo Kα radiation. The crystal structure was solved 
by the Patterson methods and refined by full-matrix least-squares fitting 
on F2 within the Olex2 crystallographic software package. The structure 
was checked with PLATON for missing symmetry elements. Powder 
XRD measurements were carried out on a Rigaku Ultima VI (3KW) 
diffractometer using Cu Kα radiation generated at 40 kV and 40 mA. The 
XRD data were collected with a scanning rate of 1° per minute and a 
scanning step length of 0.02°. The Rietveld mode in the GSAS software 
packages was used for the refinement of the diffraction spectra. XAS at 
the Cr L2,3 edges and the sulfur K-edge were measured at the beamline 
BL11A and BL16A, respectively, of the National Synchrotron Radiation 
Research Center (NSRRC) in Taiwan.

Magnet and Transport Characterization: NPD measurements were 
carried out using the time-of-flight (TOF) General Materials (GEM) 
diffractometer and the OSIRIS diffractometer at the ISIS Facility of 
the Rutherford Appleton Laboratory (UK).[44] The NPD patterns were 
refined by using a multipattern Rietveld mode in FullProf program. The 
resistivity was measured using a physical property measurement system 
(PPMS), and the dc magnetic susceptibility was measured using a 
superconducting quantum interference device (SQUID).

Polarization Characterization: The pyroelectric current Ip was 
measured on the sample with the size of Φ3 and 0.25 mm in thickness, 
before which the sample was electrically poled by applying an electric 
field E of ±6.6 kV at 20 K. The electric polarization P was obtained via the 
integration of Ip as a function of time.
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Supporting Information is available from the Wiley Online Library or 
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